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Abstract

The results of a parametric study of the effects of initial imperfec-
tions on the buckling and postbuckling response of three unstiffened thin-
walled compression-loaded graphite-epoxy cylindrical shellswith differ-
ent orthotropic and quasi-isotropic shell-wall laminates are presented.
The imperfections considered include initial geometric shell-wall mid-
surface imperfections, shell-wall thickness variations, local shell-wall
ply-gaps associated with the fabrication process, shell-end geometricim-
perfections, nonuniform applied end loads, and variations in the bound-
ary conditions including the effects of elastic boundary conditions. A
high-fidelity nonlinear shell analysis procedure that accurately accounts
for the effects of these imperfections on the nonlinear responses and
buckling loads of the shellsisdescribed. Theanalysisprocedureincludes
anonlinear static analysisthat predicts stableresponse characteristics of
the shells and a nonlinear transient analysis that predicts unstable re-
sponse characteristics.

I ntroduction

The increasing need to produce lighter-weight aerospace shell structures has led to the use of ad-
vanced material systemsin new structural designs, and improved design methods appropriate for these ad-
vanced material systems are needed. The high strength-to-weight and high stiffness-to-weight ratios of
advanced composite materials offer significant weight reduction potential for aerospace structures. De-
signers often use adesign-level analysis procedure with empirical datato develop new structural designs
for strength and buckling critical structures. The traditional approach for designing thin-walled buckling-
resistant isotropic shell structuresisto predict the buckling load of the shell with a deterministic analysis,
and then to reduce this predicted load with an empirical “knockdown” factor (e.g., Ref. 1). The empirical
knockdown factor isintended to account for the difference between the predicted buckling load and the
actual buckling load for the shell determined from tests. A linear bifurcation buckling analysisis often
used for the design-level analysis, and thisanalysisis usually based on nominal structural dimensions and
material properties of an idealized, geometrically perfect shell. The design knockdown factor used in the
design of buckling-resistant shellsis often based on the “lower bound” design recommendations reported
in Reference 1. Thisdesign philosophy can result in overly conservative designs for these structures, and
it can potentially even result in unconservative designsif the empirical data are not representative of the
design of interest. Whileitisgenerally recognized that initial geometric shell-wall imperfections areama-
jor contributor to the discrepancy between the predicted shell buckling loads and the experimentally mea-
sured shell buckling loads (e.g., Refs. 2-6), the traditional sources of design knockdown factors do not
include data or information related to the sensitivity of shell response to various forms of imperfections.
In addition, the traditional sources of design knockdown factorsfor predicting shell buckling loads do not
include information for shell structures made from advanced composite materials. Recent studies (e.g.,
Refs. 7-11) have shown that traditional initial geometric shell-wall imperfections, and other nontraditional
forms of imperfections or variationsin geometric and material parameters, loading conditions, and bound-
ary conditionscan significantly affect the buckling load of acompression-loaded composite shell structure.
The effects of these traditional and nontraditional initial imperfections on composite-shell buckling are
generally not well understood by structural engineers and designers.

The present paper describes the results of an experimental and analytical study of the effects of tradi-
tional initial geometric shell-wall imperfections, and the effects of nontraditional initial imperfections and
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variations in other nontraditional geometric and material parameters, loading conditions, and boundary
conditions on the buckling response of unstiffened thin-walled compression-loaded graphite-epoxy cylin-
drical shells. Theresults of three graphite-epoxy shells with different orthotropic and quasi-isotropic
shell-wall laminates are presented, Traditional shell-wall geometric imperfections and several nontradi-
tional imperfectionswere measured, and representations of these imperfectionswereincluded in nonlinear
analyses of the shellsthat were conducted with the geometrically nonlinear STAGS finite element analysis
code (Ref. 12). The effects of initial geometric shell-wall imperfections, shell-wall thickness variations,
shell-end geometric imperfections, nonuniform applied end loads, and variations in the boundary condi-
tions, including the effects of elastic boundary conditions, on the buckling response of these thin-walled
composite shells are discussed in the present paper. The effects of fabrication anomalies caused by small
local gaps between adjacent pieces of the graphite-epoxy material in some of the shell-wall laminate plies
arealso discussed. Theresults of the study are used to illustrate the significance of these nontraditional
initial imperfections on composite shell response characteristics. The nonlinear shell analysis procedure
used to predict the nonlinear response and buckling loads of the shellsis described, and the analysis results
are compared with the experimental results. The use of this nonlinear shell analysis procedure for deter-
mining accurate, high-fidelity design knockdown factorsfor shell buckling and collapse, and for determin-
ing the effects of variations and uncertaintiesin shell geometric and material parameters on shell buckling
loads is discussed.

Test Specimens, | mperfection M easurements, and Test Apparatus and Tests

Test Specimens

The specimens tested in this investigation were fabricated from 0.005-in.-thick AS4/3502 graphite-
epoxy preimpregnated unidirectional tape material made by Hercules, Inc. The nominal unidirectional
lamina properties of atypical 0.005-in.-thick ply with afiber volume fraction of 0.62 are as follows: lon-
gitudinal modulus E; =19.5Msi, transverse modulus E, = 1.45 Msi, in-plane shear modulus G, =0.813
Msi, and major Poisson’sratio v;,=0.30. Thematerial waslaid up onamandrel and cured in an autoclave
to form three shells with different shell-wall laminates including an axialy stiff [¥45/0,]4laminate, acir-
cumferentialy stiff [+ 45/90,]5 laminate, and a quasi-isotropic [+45/0/90]5 laminate. The threeresulting
shells are referred to herein as shells or specimens C1, C2 and C3, respectively. These specimens had a
nominal length of 16.0 in., anominal radius of 8.0 in., and anominal thickness of 0.04 in. Both ends of
the specimens were potted in an aluminum-filled epoxy resin to assure that the ends of the specimens did
not fail prematurely during thetest. The potting material extended approximately 1.0inch along thelength
of the specimens at each end resulting in atest section that was approximately 14.0 in. long. The ends of
the specimens were machined flat and parallel to assure proper load introduction during the tests. A pho-
tograph of atypical specimen and the specimen coordinate system used to represent the corresponding ge-
ometry isshownin Fig.1. The shell length, test-section length, radius, and thickness are designated as L,
L1, R and t, respectively.

Imper fection M easur ements

Three-dimensional surveys of the inner and outer shell-wall surfaces of the specimens were made to
determine their initial geometric shell-wall imperfection shapes and shell-wall thickness distributions.
M easurements were taken over auniform grid with increments of 0.125in. inthe axia direction and 0.139

in. (approximately 1° of arc) in the circumferential direction over the exposed surfaces of the specimens.
Theinner surface measurement was used to determine the initial geometric shell-wall imperfection shape
of aspecimen, and the difference between the outer and inner surface measurementswas used to determine
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the shell-wall thicknessdistribution. A contour plot of the nondimensionalized initial geometric shell-wall

mid-surface imperfections VVO(X,O) for specimen C3isshownin Fig. 2. The measured shell-wall imper-
fection w, isnondimensionalized by the average measured shell-wall thickness t,, = 0.0381 inches.

These resultsindicate that the initial geometric shell-wall imperfection is periodic in the circumferential
direction and has sight deviations in the axial direction. The amplitude of the imperfection varies from
+1.341t, . to -1.5351t,, A contour plot of the nondimensionalized shell-wall thickness variation

E)(X,G) for specimen C3 is shown in Fig. 3, where the measured thickness value t, is nondimensional-
ized by the average measured shell-wall thickness t,,.. Theseresultsindicatethat the shell-wall thickness,

and hence the laminate stiffnesses, varies significantly over a short distance. The thickness varies from
0.928 to 1.321 times t,, Most of the thickness variation is attributed to local variationsin the resin con-

tent of the laminate associated with the fabrication process. However, the darker angular pattern in the
thickness distribution is attributed to small gaps between adjacent pieces of graphite-epoxy tape in some
of the laminate plies that were generated during the lay-up and curing processes. Such aregionisreferred
to herein as alaminaply-gap or aply-gap. Insuch alocally thin region, the shell wall consists of a 7-ply-
thick laminate rather than the nominal 8-ply-thick laminate. For the case where one ply-gap intersects an-
other ply-gap, the shell wall consists of a 6-ply-thick laminate. In addition, these locally thin shell-wall
regions have a significant shell-wall mid-surface eccentricity, and have reduced stiffnesses relative to the

rest of the shell wall. Magnified cross-sectional views of typical ply-gapsin a-45° outer ply of aspecimen

laminate and in a 90° mid-surface ply are shown in Figs. 4a and 4b, respectively. The widths of the ply-
gaps shown in Figs. 4aand 4b are on the order of 0.02 in. or approximately equal to half the shell-wall
thickness, and the ply-gap depth is approximately 0.005 in. or approximately equal to the nominal lamina
ply thickness. In addition, there often exist regions adjacent to the ply-gaps in which a gradual thickness
reduction of the lamina ply occurs as shown in Fig. 4a. These regions of lamina ply thickness reduction
can extend an additional 0.02 to 0.04 in. from the edges of the ply-gap. Lamina ply-gaps with gap widths
aslarge as 0.1 in. have been observed in some of the shell specimens. The lighter angular patternsin the
thickness contour plot are caused by locally thickened regions of the outermost plies of the laminate that
develop during the curing processto form outer shell-wall surfaceridges. such asthe one shownin Fig. 4c.

M easurements of the top and bottom loading surfaces of the specimens were made every degree
around the circumference of the specimens to determine the variation in the shell-end or loading-surface
geometry. Typical top and bottom shell-end geometry variations for specimen C3 are denoted by 6;,(6)

and &p(0), respectively, and are shown in Fig. 5. The maximum amplitude of this shell-end variation is
approximately 0.0015 inches, which is approximately 4% of t,, or 0.01% of the specimen length.

Test Apparatusand Tests

The specimenswereinstrumented with el ectrical resistance strain gagesand direct-current differential
transducers (DCDT's) were used to measure displacements. Three non-colinear DCDT’ swere positioned
at three corners of the upper loading platen of the test machine and used to measure the end-shortening
displacement A and therotations ¢, and ¢, of theloading platen. Theseresultsindicate that significant

upper platen rotations occur from the onset of loading up to aload value of approximately 6,000 Ibs. These
rotations are attributed to an initial misalignment of the upper loading platen and the specimen. The shad-
ow moiréinterferometry technique was used to observe the shell-wall prebuckling, buckling and postbuck-
ling normal (perpendicular to the shell outer surface) deformation patterns. All data were recorded with

adata acquisition system, and the moiré patterns were recorded photographically and on videotape.



The specimens were loaded in compression with a 300,000-1b hydraulic universal-testing machine.
To control the load introduction into the specimens, the upper loading platen was aligned with the loading
surface of the specimen aswell as possible before thetest. The specimenswere loaded until general insta-
bility of the shells occurred.

Finite-Element Models and Analyses

Nonlinear Analysis Procedure

The shells considered in this study were analyzed with the STAGS (STructural Analysis of General

Shells) nonlinear shell analysis code.l? STAGSisafinite-element code devel oped for the nonlinear static
and dynamic analysis of general shells, and includes the effects of geometric and material nonlinearitiesin
the analysis. The code uses both the modified and full Newton methods for its nonlinear solution algo-
rithms, and accounts for large rotations in a shell by using a co-rotational algorithm at the element level.

The Riks pseudo arc-length path-following method™3 is used to continue a solution past the limit points of
anonlinear response. The transient analysis option in STAGS uses proportional structural damping and

an implicit numerical time-integration method developed by Park.1*

The prebuckling, buckling and postbuckling responses of the shellswere determined using the follow-
ing analysis procedure. The prebuckling responses were determined using the geometrically nonlinear
quasi-static analysis capability in STAGS. The Riks pseudo arc-length path-following method in STAGS
was used to compute the initial shell response until just before buckling occurred. The unstable buckling
response of the shell was predicted using the nonlinear transient analysis option of the code. Thetransient
analysiswas initiated from an unstable equilibrium state close to the limit point by incrementing the end
displacement by asmall amount. Thetransient analysiswas continued until the kinetic energy in the shell
had dissipated to a negligible level, which indicated that the transient response had attenuated. Once the
transient analysis had attenuated to a near-steady-state solution, the load relaxation option of the code was
used to establish a static equilibrium state. Conventional linear bifurcation buckling analysis results were
also determined with STAGS for comparison with the nonlinear response results.

Finite-Element M odels

A typical finite-element model of aspecimenisillustrated in Fig. 1. The standard 410 quadrilateral
element from the STAGS element library was used inthe models. The elementsof the finite-element mesh
are approximately 0.2-in. by 0.2-in. square. A typical finite-element model contained approximately
100,000 degrees of freedom.

Geometrically perfect and imperfect shellswere analyzed in the present investigation. Nominal shell
geometry, laminate thickness, lamina mechanical properties, and boundary conditions were used for the
finite-element model s of the geometrically perfect shells. The nominal boundary conditions consist of set-
ting the circumferential v and normal w displacements equal to zero in the 1.0-in.-long potted boundary
regions of the shell illustrated in Fig. 1, setting u(L/2, 8) = 0, and applying a uniform end-shortening u(-
L/2,6) = A. The geometrically perfect finite-element models were modified to include the effects of the
measured shell imperfectionsin order to simulate more closely the response of the specimens. These mod-
eling modifications include the effects of the measured initial geometric shell-wall mid-surface imperfec-
tions, shell-wall thickness variations, local shell-wall lamina ply-gaps, thickness-adjusted lamina
properties, elastic boundary conditions, shell-end geometric imperfections, and nonuniform end loads.



Theeffectiveaxial and radial potting-support stiffnesses at the ends of the specimenswere determined
for each shell specimen to provide a better simulation of the constraints provided by the potting material.
A two-dimensional generalized plane-strain finite-element model of the potting-material—shell-wall detail
shown in Fig. 6awas used to determine these effective stiffnesses. Material properties of the potting com-

pound were characterized by |osipescu tests of the potting material reported by Weiland et al.1® The nom-
inal properties of the potting material are asfollows: Young'smodulus E = 1.15 Msi, shear modulus G;,

=0.36 Msi, and Poisson’sratio v =0.59. The effective laminate axial stiffness E, was used in the shell-
wall modelswhichinclude E, equal to 11.83, 3.60, and 8.07 Msi, for shellsC1, C2 and C3, respectively.

To determine the effective axial and radial potting-support stiffnesses, the following numerical experi-

ments were conducted. First, auniform axial displacement A was applied to an unpotted end of the shell
model, and theresulting predicted axial strain response, shownin Fig. 6b, was used to cal cul ate an effective
axial stiffness K, for the portions of the shell wall supported by the potting material. The resultsindicate

that the axial strain response of the shell wall supported by the potting material is afunction of shell-wall
laminate modulus, and that the decay length of the strain response variesinversely with the axial laminate
stiffness. The predicted effective axial potted-shell stiffnesses are 26.55, 6.73, and 26.26 Msi for shells

C1, C2 and C3, respectively. Then, aunit concentrated force F, was applied to the shell model, and the

resulting w (radia or normal) displacement and nodal force at the junction of the shell wall and the potting
material was used to cal culate an effectiveradial support stiffness K. The effectiveradial potting-support

stiffness was predicted to be approximately equal to 1.0E5 Ibf/in.
Results and Discussion

Analyticaly predicted and experimentally measured results for the three compression-loaded graph-
ite-epoxy cylindrical shells considered in this study are presented in this section. Theresultsillustrate the
effects of initial geometric shell-wall mid-surface imperfections, shell-wall thickness variations and thick-
ness-adjusted laminaproperties, local shell-wall lamina ply-gaps, elastic boundary support conditions, and
nonuniform loading effects. The results of a comparison between analytically predicted and experimen-
tally measured results are a so presented.

Effects of Orthotropy and Anisotropy on the Response of Geometrically Perfect Shells

Results from the nonlinear analyses of geometrically perfect models of shells C1, C2 and C3 are pre-
sented in this section. The load-shortening response curves for the shells are compared, and resultsillus-
trating atypical nonlinear transient collapse response for the quasi-isotropic shell C3 are presented in
detail. Valuesof theaxia load P and the end-shortening A presented in this section are normalized by

the predicted linear bifurcation buckling load for the quasi-isotropic shell C3, ng?as =42,590 |bs., and the
nominal shell-wall thickness, t,oy, = 0.04 in, respectively.

The predicted |oad-shortening responses are compared for the three shellsin Fig. 7a. The prebuckling
load-shortening responses are linear up to the general instability point indicated inthefigurefor each shell.
The prebuckling slopes of each response curve vary according to the individual laminate in-plane axial
stiffnesses. General instability occursat normalized axial load values of 0.707, 0.868, and 0.979, for shells
C1, C2and C3, respectively. Thegenera instability responseisfollowed by asudden reductionintheaxial
load supported by the shellswhich is associated with the transient coll apse response of the shells. The cor-
responding load-time histories of the transient collapse response of the shells are shown in Fig. 7b. The
initial portion of atypical load-time history curve, e.g., the onefor shell C1, isassociated with thetransition
from astatejust before buckling occurs (time = 0.0) to the state associated with the general instability point
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indicated inthe figure. Thisinitial portion of the load-time history curve only occursin the analysis of the
geometrically perfect shells considered in the present study, and is attributed to the uniformly symmetric
character of theinitial response. Following theinitiation of the general instability response, atypical load-
time history curve exhibits a sudden reduction in the axial |oad supported by the shell which is associated
with thetransient collapse of the shell. Thevalue of the axial load continuesto decrease until the axial 1oad
attenuatesto a steady-state value. Thekinetic energy in the shell dissipates over time and the shell reaches
a stable postbuckling equilibrium state after approximately 0.035 to 0.04 seconds have elapsed. Normal-
ized post-collapse postbuckling load values equal to 0.403, 0.218, and 0.286 are obtained for shellsC1, C2
and C3, respectively. Theresultsindicate that laminate orthotropy can have asignificant effect on theload-
shortening response of the shells. In particular, while shell C1 hasthelowest general instability load value
of al three shells, it also has the highest postbuckling load value of all three shells.

Thetransient deformation responses for sel ected time steps during the transient collapse of quasi-iso-
tropic shell C3 are presented in Figs. 8athrough 8f. The deformation responses shown in the figures have
been scaled for clarity. The shell-wall normal deformations at the general instability point shown in Fig.
7 (0.0125 seconds into the predicted collapse response) change in ashort period of time from the uniform
axisymmetric prebucking deformation pattern shown in Fig. 8ato the asymmetric transient unstable defor-
mation pattern shown in Fig 8b, at which time the shell beginsto collapse. The magnitude of the shell-
wall normal displacements varies between *0.5 times the shell-wall thickness. The general instability
response of the shell is caused by the nonlinear coupling of the localized destabilizing compressive axial
and circumferential stressesintheshell indicated in Figs. 9aand 9b and the normal deformationsthat occur
in the bending boundary layer near the ends of the shell. Theinitial buckling deformation pattern indicated
in Fig. 8bis characterized by localized ellipse-like buckles in the bending boundary layer near the ends of
the shell. The skewing of the deformation response is attributed to the presence of the small anisotropic
bending-twisting coupling stiffness terms of the laminate. After 0.013 seconds have elapsed, the normal-
ized axial load has decreased from 0.983 to 0.479, and the deformation response in the shell has evolved
toinclude additional rows of small ellipse-like bucklesasindicated in Fig. 8c. The magnitude of the shell-
wall normal displacements vary from +2 to -4 times the shell-wall thickness. After 0.0134 seconds have
elapsed, the normalized axial |oad has decreased to 0.465, and the local bucklesin the deformation pattern
have rapidly increased in number to include 24 circumferential half-waves and four axial half-waves as
indicated in Fig. 8d. After 0.0152 seconds have elapsed, the normalized axial load has decreased further
to 0.426, at which time the small bucklesin the shell wall begin to coalesce into larger buckles with dis-
placement magnitudes that vary from +3 to -7 timesthe shell-wall thickness asindicated in Fig. 8e. After
approximately 0.04 seconds have elapsed, the kinetic energy inthe shell hasdissipated to anegligiblelevel,
and the shell has deformed into a stable postbuckling mode-shape that consists of 16 circumferential half-
waves and two axia half-waves, asindicated in Fig. 8f.

The transient deformation responses for selected time steps during the transient collapse of axially
stiff orthotropic shell C1 are presented in Figs. 10athrough 10c. The over-all load-time history character
of the transient collapse response of shell C1 issimilar to that of the response exhibited by shell C3, but
there are some differencesin the predicted deformation patterns and the col lapse initiation events exhibited
by shells C1 and C3. The deformation pattern of shell C1 just before buckling occurs is characterized by
auniform short wave-length axisymmetric response along the entire length of the shell as shownin Fig.
10a. These resultsindicate that the bending boundary layer response does not attenuate for the laminate
of shell C1, whichisin contrast to the attenuated bending boundary layer response exhibited by shell C3
asshowninFig8a. At thegenera instability point showninFig. 7 (after 0.0167 seconds have elapsed in
the transient collapse response), a circumferential wave pattern has developed into the shell-wall normal
deformationsfor shell C1 asindicated in Fig. 10b, whichisin contrast to the localized response that occurs
in the bending boundary layer near the ends of shell C3 as shown in Fig. 8b. The global collapse of shell
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Clinitiatesin the interior of the shell instead of initiating in the bending boundary layer as did shell C3.
In addition, shell C1 does not exhibit the pronounced skewing of the deformation response that was indi-
cated for shell C3, which suggeststhat thisshell isless sensitiveto the effects of the small anisotropic bend-
ing-twisting coupling stiffness terms of the laminate. After 0.04 seconds have elapsed in the transient
collapse response, shell C1 exhibits a postbuckling deformation pattern that is characterized by 16 circum-
ferential half-waves and one axial half-wave asindicated in Fig 10c. This patternisin contrast to the pat-
tern of shell C3 which has a postbuckling deformation pattern with 16 circumferential half-waves and two
axial half-waves.

The transient deformation responses for selected time steps during the transient collapse of circum-
ferentially stiff orthotropic shell C2 are presented in Figs. 11athrough 11c. The over-al character of the
transient collapse response of shell C2 issimilar to the response exhibited by shell C3, however, there are
some differences in the resulting deformation patterns exhibited by shell C2. The deformation pattern for
shell C2 just before buckling occurs is characterized by a uniform short-wave-length axisymmetric bend-
ing boundary layer response that attenuates rapidly into the interior of the shell asshownin Fig. 11a. At
the general instability point shown in Fig. 7 (after 0.0217 seconds have elapsed in the transient collapse
response), the shell exhibits a deformation pattern that is characterized by one axial half-wave and 22 cir-
cumferential half-waves asindicated in Fig 11b. This pattern isin contrast to the short-wave-length re-
sponses exhibited by shells C1 and C3 shownin Figs. 10b, and 8b, respectively. Inaddition, the shell-wall
deformations exhibit a significant amount of skewing that is attributed to the presence of the small aniso-
tropic bending-twisting coupling stiffness terms of the laminate. After 0.037 seconds have elapsed in the
transient collapse response, shell C2 exhibits a stable postbuckling deformation pattern that is character-
ized by 14 circumferential half-waves and two axia half-wave asindicated in Fig 11c. Thispatternisin
contrast to the pattern for shell C3 which exhibits a postbuckling deformation pattern with 16 circumfer-
ential half-waves and two axial half-waves.

The previous results indicate that |aminate orthotropy can have an effect on the nonlinear response of
compression-loaded composite shells. In particular, the results indicate that the bending boundary layer
attenuation response can be significantly affected by the orthotropy of the laminate. The effects of lami-
nate orthotropy on the displacement profiles just before buckling occurs are indicated in Fig. 12 for the
three shells. The dashed, dash-dot, and solid lines represent displacement profiles for shells C1, C2 and
C3, respectively. Theseresultsindicate that the axially stiff orthotropic shell C1 exhibits large-amplitude
short-wave-length bending deformations just before buckling occurs. In addition, the bending response
decays only dightly over the length of thisshell. In contrast, shells C2 and C3 exhibit short-wave-length
bending boundary layer responses that attenuate into the interior of the shell. These results also indicate
that the laminate orthotropy can have asignificant effect on the magnitude of the maximum displacements
inthe bending boundary layer near the ends of the shell. The displacementswith the largest magnitude are
exhibited by shell C1 which has a maximum displacement magnitude of approximately 0.34 w/t,,, fol-

lowed by shells C2 and C3 which have maximum displacement magnitudes equal to 0.29 and 0.24 w/t,,o,,

respectively. Additional resultsare presented in Fig. 13 that indicate the effects of shell length on the bend-
ing boundary layer attenuation characteristics of shell C1. The solid, dashed, and dash-dot linesin the fig-
ure represent displacement profilesfor shell length-to-radiusratios L/R equal to 2, 3 and 4, respectively.
These resultsindicate that the bending boundary layer response for the shell C1 laminate attenuates for the
longer shells, but not for the shorter shell. In addition, the resultsindicate that the magnitude of the large-
amplitude displacements near the ends of the shell decreases as the length of the shell increases. These
results suggest that the non-attenuating bending boundary layers in the shorter shell interact to cause dis-
placements with larger magnitudes in this shell. These results also suggest that the effects of the attenua-
tion length of the bending boundary layer should be considered in studies of the nonlinear stability
response of orthotropic shells and in the design of these shells.
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Effects of Initial Imperfectionson the Buckling Response

Typical analytically predicted transient response deformations that occur during the collapse of shell
C3 with measured imperfectionsincluded in the analysis are shown in Figs. 14athrough 14d. Just before
buckling occurs, the shell wall deformations are characterized by several localized ellipse-like deformation
patternsasindicated in Fig. 14a. Thelocalization in the deformation pattern is caused by the combination
of alocal geometric shell-wall imperfection that isin the form of asignificant variation in the shell-wall
mid-surface geometry, and the intersection of ahelical ply-gap and a circumferentially aligned ply-gap in

theshell at x/Lt =0.25and 6 = 210°. Thelocalized deformations occur in regions with destabilizing com-

pressive axial and circumferential stresses asindicated in Fig. 15. After approximately 0.00143 seconds
have elapsed in the transient response, asingle ellipse-like buckle has grown in amplitude and coupleswith
the destabilizing stresses in the shell wall to cause the general instability and collapse of the shell. After
approximately 0.00238 seconds have elapsed in the transient response, additional local buckles have
formed around the circumference and along the length of the shell asindicatedin Fig. 14c. Asthebuckling
process continues, the deformation pattern in the shell wall continuesto evolve and the ellipse-like buckles
in the shell begin to coalesce into larger diamond-shaped buckles. After approximately 0.02 seconds have
elapsed in the transient response, the kinetic energy in the shell has dissipated to anegligiblelevel, and the
shell has deformed into a stable postbuckling mode-shape asindicated in Fig. 14d. These resultsindicate
that the collapse response of theimperfect shell isinitiated by alocalized response which leadsto the over-
all collapse of the shell. Theseresults are different from the collapse response results exhibited by the cor-
responding geometrically perfect shell which are showninFigs. 8a-8f. Thetransient collapse response oc-
curs after 0.00143 seconds have elapsed in the transient analysisin the shell with imperfections, and this
collapse response occurs much earlier than for the corresponding geometrically perfect shell collapse re-
sponse. Thisearlier collapse timeis attributed to the localized prebuckling shell-wall deformations and
destabilizing in-plane compressive stresses in the shell, which result in arapid transition from the stable
prebuckling state to the unstable transient collapse response. Results for orthotropic shells C1 and C2 in-
dicate similar response characteristics associated with the transient collapse response of these shells.

Effectsof Lamina Ply-Gap Fabrication Defects

Selected resultsillustrating the effects of lamina ply-gaps on the response of quasi-isotropic shell C3
are presented in this section. First, resultsillustrating the effects of lamina ply-gap orientation, ply-gap
width, and ply-gap depth on the buckling load of this shell are presented. Ply-gap orientations of -45°,
+45°, 0°, and 90°; ply-gap widths equal to 0.1 in., and 0.2 in.; and ply-gap depths equal to 0.005 in. and
0.0025 in. are considered. Then, typical resultsillustrating the effects of ahelical ply-gap on the transient
collapse response of the shell are presented.

Resultsillustrating the effects of ply-gap orientation, width, and depth on the buckling load of shell C3
are shown in Fig. 16 where the buckling load P, isnormalized by the linear bifurcation buckling load

Pyis. The open square symbolsrepresent cal culated normalized buckling loads. The solid and dashed lines

represent result trendsfor ply-gap depthsof 0.005 in. and 0.0025 in., respectively. Theresultsindicatethat
the buckling load of the quasi-isotropic shell can be affected by certain types of lamina ply-gaps. In gen-
eral, asthe ply-gap width and ply-gap depth are increased, the buckling load decreases. The results also
indicate that the buckling load is sensitive to the orientation of the ply-gap. These results indicate that

shells with 90° ply-gaps exhibit the most significant reductions in buckling load followed by shells with -

45°, +45° and 0° ply-gaps. The results also indicate that shells with -45° ply-gaps exhibit lower buckling

loads than shellswith +45° ply-gaps. These results suggest that thereisanonlinear coupling response that
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isaffected by the laminate anisotropy and thelocal structural response associated with the laminaply-gap.
In addition, the results indicate that the buckling load of the shell is not sensitive to the effects of a 0° ply-

gap. The benign effect of the 0° ply-gap suggests that the local bending deformations and destabilizing in-
plane stresses near the ply-gap for this shell do not significantly affect the buckling of the shell.

Transient deformation response results for selected time steps during the transient collapse of quasi-

isotropic shell C3 with a-45° lamina ply-gap are presented in Fig. 17athrough 17d. Just before buckling
occurs, the shell-wall deformations are characterized by acombination of alargelocal inward deformation
pattern aligned with the ply-gap and asmall ellipse-shaped deformation pattern located at the intersection
of the bending boundary layer deformations near the end of the shell and the ply-gap asshownin Fig. 17a
The destabilizing in-plane axial and circumferential stresses shownin Fig. 18aand 18b, respectively, cou-
ple with the normal shell-wall deformations to cause the general instability and collapse of the shell to oc-
cur. After approximately 0.0012 seconds have elapsed in the transient response, additional ellipse-like or
diamond-shaped buckle patterns have formed in the shell in the vicinity of the ply-gap asindicated in Fig.
17b. After approximately 0.0029 seconds have elapsed in the transient response, additional local buckle
patterns have formed around the circumference and along the length of the shell asindicated in Fig. 17c.
As the buckling process continues, the deformation pattern in the shell-wall continuesto evolve, and the
ellipse-like buckle patternsin the shell begin to coalesceinto larger diamond-shaped buckle patterns. After
approximately 0.02 seconds have elapsed in the transient response, the kinetic energy in the shell has dis-
sipated to anegligiblelevel, and the shell has deformed into a stabl e postbuckling mode-shape asindicated
inFig. 17d. Similar resultsfor orthotropic shells C1 and C2 indicate that the nonlinear response and buck-
ling loads of these orthotropic shells are only dightly affected by the lamina ply-gap features. For these
orthotropic shells, the ply-gaps cause a maximum reduction in the predicted buckling loads of approxi-
mately 1-2%. Thisbenign effect of the ply-gaps on the buckling loads of these orthotropic shells suggests
that the local bending deformations and destabilizing in-plane stresses associated with the ply-gaps do not
significantly affect the buckling loads of these shells.

Effects of Elastic Boundary Conditions

The potting material applied to the ends of the shell specimensis intended to prevent premature dam-
age to the ends of the shell during testing. In practice, it isvirtually impossible to achieve perfect rigidly

clamped supportsin atest. It has been shown by Fuchs et al.1° that the displacement and strain responses
in cylindrical shells subjected to an applied bending load can be sensitive to the flexibility of the specimen
support conditions. To determineif theflexibility of the end supports may affect the response of compres-
sion-loaded shells, an analytical study was conducted to assess the effects of axial and radial potting-sup-
port stiffnesses on the response of the shells considered in the present study. Preliminary results indicate
that the axial potting-support stiffness primarily affects the effective axial stiffness of the shell and has no
noticeabl e effect on the displacement and strain response of the shell. However, the results also indicate
that the radial potting-support stiffnesses can have a significant effect on the displacement and strain re-
sponse of the shells, and some of these results are presented herein.

Selected results from a parametric study are presented to illustrate the effects of elastic radial con-
straints on the displacement and strain response of selected geometrically perfect and imperfect shells.
Elasticradial stiffnesses Kg equal to 1.0E3, 1.0E5, and 1.0E7 Ibf/in. were considered inthe study. A value

of theelasticradial stiffness Kg = 1.0E5 Ibf/in. correspondsto the effective radial potting-support stiffness
calculated from the potting model illustrated in Fig. 6, and avalue of Kg = 1.0E7 Ibf/in. corresponds to a

clamped condition. Resultsillustrating the effects of elastic radial potting-support conditions on typical
prebuckling normal or radial displacements of geometrically perfect and imperfect orthotropic shell C2 are
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presented in Figs. 19aand 19b, respectively. The normal displacement w and the axial coordinate x are
normalized with respect to the nominal shell-wall thickness t,,,, and the shell test-section length L, re-

spectively. The solid, dashed, and dot-dashed linesin the figures represent results for shells with elastic
radial potting-support stiffnesses Kr equal to 1.0E7, 1.0E5, and 1.0E3 Ibf/in., respectively. The results

indicate that the variation in the radial boundary stiffness can have a measurable effect on the magnitude
of the displacements for the geometrically perfect shell asshown in Fig. 19a. These results indicate that
radial boundary stiffnesses equal to 1.0E5 and 1.0E7 Ibf/in. restrain the radial displacements at the bound-
aries of the shell. However, when the elastic radial boundary stiffnessis reduced to 1.0E3 Ibf/in., the
boundaries of the shell have an outward radial displacement of approximately 0.06 w/t,,o, and areduction
in the maximum displacements in the bending boundary layer of approximately 0.02 w/t,,,, In addition,
the shell exhibits a dlight axial shift in the bending boundary layer response near the ends of the shell.
These resultsindicate that the variation in radial boundary stiffness can have a significant effect on the dis-
placement response of a shell with imperfections as shown in Fig. 19b. Theresultsindicate that there can
bea20to 25% variation in thelocal displacement response at several |ocations a ong the length of the shell
for the different boundary conditions. Other related results indicate that these variations in the radial
boundary stiffness and variationsin the prebuckling displacement response can cause significant changes
in the character of the collapse and post-collapse deformation responses of the shells.

Effectsof Uncertaintiesor Variationsin Selected Specimen Parameters

Results from a numerical study of the effects of uncertainties or variations of selected specimen pa-
rameters on the response of the imperfect quasi-isotropic shell C3 are presented in this section. The para-
metric uncertainties considered include uncertainties in the imperfection measurements, the laminafiber
volumefraction, and the applied load distribution. The imperfection measurement uncertainties are attrib-
uted to the accuracy tolerances of the coordinate measurement device used to measure theinitial geometry
of the shell. The shell-wall imperfection measurement values and the shell-end-shape imperfection mea-
surement values used in the present study are accurate to within £0.0006 inches, or *+0.75E-4R and

*1.5E-4L. Theshell-wall thicknessvaluesare accurateto within +£0.0012 inches, or *0.03t,,oy, Thelam-

inafiber volumefraction is specified by the manufacturer of the material to be equal to 0.65 *0.03 for the
0.005-in.-thick graphite-epoxy preimpregnated tape material used to fabricate the test specimens. Applied
load distribution uncertainties are measured indirectly by monitoring the measured and predicted axial
strains at sel ected points near the top and bottom loading surfaces of the shell. The parameter uncertainties
considered in this study include variationsin the lamina fiber volume fraction, the measured shell-wall
thickness imperfection, and the applied load distribution. Trends in the results for shells with thickness
imperfection measurement variations of -3%, 0%, and +3%, respectively, indicate that the normalized
buckling loads range from 0.83 to 1.0, and that variations in these parameters can have a significant effect
onthebucklingload of theshell. Inparticular, theresultsindicatethat avariation in the shell wall thickness
of *3% can result in a6% variation in the buckling load of the shell. Similarly, resultsindicate that a
*3% variation in the fiber volume fraction can result in an 8% variation in the buckling load.

Predicted and M easured Response Comparisons

Selected results from nonlinear analyses of the orthotropic and quasi-isotropic shells are compared to
the experimentally measured resultsin this section. Thenonlinear analysisresultsarefor shell modelsthat
included the effects of the measured initial shell-wall geometric and thickness imperfections, thickness-
adjusted material property variations, shell-wall lamina ply-gaps, measured loading variations, elastic ra-
dial support conditions, and selected specimen parameter uncertainties. A value of the elastic radial sup-
port stiffness equal to 1.0E5 Ibf/in. is used in the models to simulate the boundary conditions provided by
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the potted-end supports of the shell specimens. Upper and lower response bounds were determined based
upon the results of atraditional combinatorial analysis of the effects of selected specimen parameter un-
certainties. Uncertainties in the measured thickness imperfection, lamina fiber volume fraction, and ap-
plied load distribution were considered in the analysis. Predicted and measured |oad-shortening response
curves and selected |oad-strain responses are presented in this section.

Analytically predicted and experimentally measured | oad-shortening response curvesfor shellsC1, C2
and C3 are presented in Fig. 20. Vauesof theaxial load P and the end-shortening A are normalized by

the linear bifurcation buckling load of quasi-isotropic shell C3, P,ﬂfag =42,590 Ibs., and the nominal shell-
wall thickness t,oy,= 0.04 in, respectively. The solid and dashed linesin the figure represent experimen-

tally measured and analytically predicted results, respectively. Each shell has two predicted response
curves representing analytically predicted upper and lower bounds to the response based on specimen pa-
rameter uncertainties. The measured results indicate that shells C1, C2 and C3 exhibit the general insta-
bility points shown in thefigure at normalized load values of 0.652, 0.749, and 0.803, respectively, and are
7.8,13.7, and 17.6% lower than the predicted |oads for the geometrically perfect nominal shells shownin
Fig. 7a, respectively. Theseresultsindicatethat, for the most part, the measured |oad-shortening response
curves for the shellsfall on or within the analytically predicted response bounds. These resultsindicate
that the measured response curves tend to correlate well with the analytically predicted lower bounds for
each shell.

Predicted initial post-collapse normal displacement contours and the corresponding observed moiré
fringe patterns for specimen C1 are shown in Fig. 27. The dashed contour linesin the predicted displace-
ment contour plots represent inward displacements and the solid lines represent outward displacements.
Thedensity of the contour linesindicatesthe severity of the displacement gradientsin the specimen. These
resultsindicatethat the specimen collapsesinto ageneral-instability diamond-shaped buckling pattern with
16 half-waves around the circumference and one half-wave along the length, as predicted by the transient
analysis. Predicted initial post-collapse normal displacement contours and the corresponding observed
moiré fringe patterns for specimen C2 are shown in Fig. 22. These resultsindicate that the specimen col-
lapses into a general instability diamond-shaped buckling pattern with 14 half-waves around the circum-
ference and two half-waves along the length, as predicted by thetransient analysis. Similar resultsfor shell
C3indicate that the shell collapsesinto a general-instability diamond-shaped pattern with 16 circumferen-
tial half-waves and two axial half waves.

Design Considerations

Thenonlinear analysis procedure described herein offersarobust and accurate approach for predicting
the nonlinear response and stability characteristics of compression-loaded thin-walled composite shell
structures. Thisnonlinear analysis procedure can be used to form the basis of amodern high-fidelity design
and analysis approach for composite shell structures that accounts for the effects of imperfections associ-
ated with the fabrication process used to fabricate the structure. A comparison of results from the tradi-
tional shell design approach and from the present nonlinear high-fidelity shell design approach is shown
inFig. 23 for shell C3. Valuesof theaxial load P and the end-shortening A in the figure are normalized

by the predicted linear bifurcation buckling load for quasi-isotropic shell C3, P;;’as' =42,590 Ibs., and the

nominal shell-wall thickness t,,y, = 0.04 in, respectively. The traditional approach to shell designisto

predict the shell buckling load using alinear bifurcation buckling analysis with the nominal structural di-
mensions and material properties of an idealized geometrically prefect shell. This predicted bucking load
for the shell is then reduced by an empirical “knockdown” factor based on adesign criterion such asthe

lower-bound design recommendations reported in NASA SP-8007 (Ref. 1). Quasi-isotropic shell C3 has
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anominal radius-to-shell-wall-thicknessratio equal to 200, and the design knockdown factor from NASA
SP-8007 for an equivalent isotropic shell is approximately equal to 0.470 asindicated in Fig. 30. Thistra-
ditional design approach resultsin an overly conservative design for this shell. The normalized measured
buckling load and the normalized predicted buckling load from the lower response bound predicted by the
nonlinear analysis procedure are 0.803 and 0.832, respectively, and these results are approximately 33 and
36% greater than the results based on the traditional design approach. The modern high-fidelity analysis
approach offersarelatively affordable alternativeto relying on historical test datafor shellsthat do not rep-
resent the configuration, material system, or fabrication process for a particular composite shell design of
interest. Thissuggested design analysis procedure should be used with a selected number of carefully con-
ducted experimentsthat woul d be used to verify the design and analysisresults. Thisapproach would make
it possible to avoid testing the large number of replicates of a design needed to develop empirical design
factors. Thisnonlinear analysis procedure could be used as aparametric tool in the early stages of adesign
development program to determine the sensitivity of the response characteristics of a specific designto a
number of different types of imperfections or differencesin the idealized as-designed shell structure and
the actual as-manufactured shell structure.

Concluding Remarks

Theresults of an experimental and analytical study of the effects of imperfections on the nonlinear re-
sponse and buckling loads of unstiffened thin-walled compression-loaded graphite-epoxy cylindrical
shells with three shell-wall laminates are presented. The shell-wall laminates considered in this study in-
clude aquasi-isotropic laminate and two different orthotropic laminates. The results for the nonlinear pre-
buckling, buckling, transient collapse, and post-collapse response of geometrically perfect shellsand shells
with measured imperfections are presented. The resultsidentify the effects of traditional initial geometric
shell-wall mid-surface imperfections and the effects of other nontraditional imperfections on the nonlinear
response and buckling loads of the shells. These nontraditional imperfectionsinclude shell-wall thickness
variations, material property variations, shell-end geometric imperfections, local shell-wall ply-gaps asso-
ciated with the fabrication process, variations in loads applied to the end of the shell, and elastic boundary
support conditions. In addition, upper and lower bounds to the nonlinear response of the shells have been
determined based on a combinatorial analysis of the effects of uncertainties or variationsin severa shell
parameter are presented. A high-fidelity nonlinear shell analysis procedure has been used to predict the
nonlinear response of the shells, and the analysis procedure accurately accountsfor the effects of thesetra-
ditional and nontraditional imperfections and elastic boundary conditions on the nonlinear response and
buckling loads of the shells. The analysis results generally correlate well with the experimental resultsin-
dicating that it is possibleto predict accurately the complex nonlinear response and buckling loadsfor com-
pression-loaded composite shell structures when the traditional and nontraditional imperfections
considered in the present study are included in the analysis.

The analytical results indicate that the effects of the traditional and nontraditional imperfections con-
sidered in this study can be important for predicting the buckling loads of composite shells since they can
significantly affect the nonlinear response and buckling loads of the shells. The resultsindicate that the
measured imperfections can couple with the in-plane compressive stress resultantsin a nonlinear manor to
affect the shell response. The results show that shell-wall laminate orthotropy can a so have a significant
effect on the nonlinear response and buckling loads of composite shell structures, and that the buckling
loads of the orthotropic shells studied are less sensitive to the effects of the measured imperfections con-
sidered in this study than is the buckling load of the quasi-isotropic shell studied. In addition, the results
indicate that elastic boundary support conditions can have asignificant effect on the displacement and
strain responses of the shells, shell length and shell-wall orthotropy can have asignificant effect on the at-
tenuation of the shell-end bending boundary layer, and shell-wall ply-gaps associated with the fabrication
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process can have a significant effect on the shell buckling loads.

The results of the study indicate that, for the most part, the measured response of the shellsfallson or
within the predicted upper and lower bounds to the response that are associated with the uncertainties or
variationsin the shell parameters considered inthe study. Theseresultsindicate that the nonlinear analysis
procedure used in this study can be used to determine accurate, high-fidelity design knockdown factorsthat
can be used for predicting composite shell buckling and collapse loads in the design process. The tradi-
tional and nontraditional imperfections considered in this study could be used to formulate the basis for a
generalized imperfection signature of a composite shell. This generalized imperfection signature would
include the effects of variations or uncertainties in the shell-geometry, fabrication-process, |oad-distribu-
tion and boundary stiffness parameters. The high-fidelity nonlinear analysis procedure used in this study
can be used to form the basis for a shell analysis and design approach that includes this generalized imper-
fection signature. Furthermore, a high-fidelity analysis procedure can be used to addresses some of the
critical shell-buckling design criteria and design considerations for composite shell structures without re-
sorting to the traditional empirical shell design approach that |eads to overly conservative designs.
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Fig. 2 Typical measured inner-surface imperfection shape for shell specimen C3.
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a) Prebuckling deformations b) Initial coll apse deformations c) Transient collapse deformations
Time = 0.0 seconds Time = 0.0125 seconds Time = 0.0130 seconds
P/Pgl:as =0.979 P/P;l:as =0.983 p/pgl:as" =0.479

d) Transient collapse deformations ) Transient collapse deformations  f) Post-collapse

Time = 0.0134 seconds Time = 0.0152 seconds Time = 0.04 seconds
P/P* = 0.465 P/IP* =0.426 PIP = 0,286

Fig. 8 Numerically predicted collapseresponsefor a geometrically perfect compression-loaded quasi-isotropic
shell C3.
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Fig. 9 Numerically predicted axial and circumferential stressresultants, N, and Ny, respectively, just before
buckling for a geometrically perfect compression-loaded quasi-isotropic shell C3.
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a) Prebuckling deformations b) Initial collapse deformations ¢) Post-collapse deformations
Time = 0.0 seconds Time = 0.0167 seconds Time = 0.04 seconds
P/P}* =0.707 P/P)™ =0.704 P/P* = 0.403

Fig. 10 Numerically predicted collapse response for a geometrically perfect compression-loaded orthotropic
shell C1.

a) Prebuckling deformations b) Initial collapse deformations c) Post-collapse
Time = 0.0 seconds Time = 0.0217 seconds Time = 0.037 seconds
P/P* = 0.868 P/P* = 0.866 PP = 0.218
Fig. 11 Numerically predicted collapse response for a geometrically perfect compression-loaded orthotropic
shell C2.
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Fig. 12 Effects of orthotropy on displacementsjust before buckling of geometrically perfect compression-
loaded composite cylindrical shells.
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Fig. 13 Effects of shell length on bending boundary layer attenuation for a geometrically perfect compression-
loaded orthotropic shell C1.
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Fig. 14 Numerically predicted collapse response for an imperfect compression-loaded quasi-isotropic shell C3.
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Fig. 15 Numerically predicted axial and circumferential stressresultants, N, and Ny, respectively, just before
buckling for an imperfect compression-loaded quasi-isotropic shell C3.
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Fig. 16 Effectsof ply-gap angle, gap width gw, and gap depth gd, on the normalized buckling load of a geomet-
rically perfect compression-loaded quasi-isotropic cylindrical shell C3.

a) Prebuckling deformations b) Initial ollapse ¢) Transient collapse d) Post-collapse
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Fig. 17 Effects of a 45° lamina ply-gap on thetransient collapse response of a compr ession-loaded quasi-iso-
tropic cylindrical shell C3.
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a) Axial stress resultant contours, N, [bf/in. b) Circumferential stress resultant contours, Ny, Ibf/in.

Fig. 18 Effects of a 45° lamina ply-gap on the axial and circumferential stress resultantsincipient to buckling
for a compression-loaded quasi-isotropic cylindrical shell C3.
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Fig. 19 Effects of elastic radial support conditions on the buckling displacement profile of compression-loaded
orthotropic shell C2.
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Fig. 20 Numerically predicted and experimentally measured load-shortening response curves, predicted
results represent response bounds.
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a) Observed post-collapse moiré fringe pattern.

Fig. 21 Observed and predicted initial post-collapse normal displacementsfor specimen C1.

b) Numerically predicted post-collapse normal
deformation response.

Fig. 22 Observed and predicted initial post-collapse normal displacements for specimen C2.

a) Obser pst-col lapse moiré fringe pattern.
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Fig. 23 Numerically predicted and experimentally measured load-strain response curvesfor shell C3.
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